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CUSTOMER NAME: UTIGO TECHNOLOGY LTD.

ADDRESS: 15E, RUI JUN BUSINESS TOWER,NO.108 ZHONGXIN 

ROAD,XINQIAO,SHENZHEN 518125,CHINA

Sample Name : PVC STEEL WIRE HOSE

Manufacturer : UTIGO TECHNOLOGY LTD.

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-08-20

Testing Period : 2024-08-20 ~ 2024-08-30

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Quincey Lee
Authorized signatory
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Test Requirement Comment

1 Vinyl chloride monomer (VCM) Pass
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Test Result(s): 

Test Part Description：

SN ID Sample No. SGS Sample ID Description

Material

(claimed by 

the client)

SN1 A1
SHA24-0194172-

0001.C001
Transparent solid part PVC

Remarks:

(1) mg/dm2 = milligram per square decimeter

mg/inch² = milligram per square inches

mg/cm2 = microgram per square centimeter

mg/L = milligram per litre

mg/kg = milligram per kilogram

(2) ℃ = degree Celsius

℉ = degree Fahrenheit

(3) <= less than

(4) RL = Reporting Limit

(5) ND = Not Detected (< RL).

Vinyl chloride monomer (VCM)

Test Method: With reference to SGS in house method, analysis was performed by HS-GC-MS.

Test Item(s) CAS No. Limit Unit(s) RL A1

Vinyl chloride monomer (VCM) 75-01-4 0.01 mg/kg 0.01 ND

Comment Pass
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Notes:
(1) Limit= Recommend limit

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Sample Photo:

SHA24-0194172-0001.C001

SGS authenticate the photo on original report only

Appendix information:

*The above test was carried out by other laboratory in SGS group.

The test report shall only be used for clients’ scientific research, teaching, internal quality control, 
product research and development, etc… and just for internal reference.

********End of report********
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